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Comments:

General Heport Comments:
This gemstone possossos an intriguing natural phenomaenon where a color-center can become
aclive o ralaxed (inactive) based on prolonged exposure (o varous sources of light and/or heat.
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Identification
Mineral Type:  Natural Corundum Transparency: Transparent
Variety:  Fancy Sapphire Color Description:  Pale Pink
to Light Orange
Carat Weight:  3.06 cts Shape: Oval
Measurements: 9.62 x 8.28 x 4.74 mm Cutting Style:  Modified Mixed Cut
Comments:  This gemstone exhibits color shift. As a result the color appearance may vary.
Refer to General Report Comments below.
Origin
Provenance: Not Requested
Comments:
Enhancement
Standard:  No gemological evidence of heat Additional:  Clarity enhancement: None
Comments: Non-heated fancy sapphires are scarce. Fancy sapphires are commonly heated to modify their
color and appearance. :
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Maontiades Chalpakasa, Senior Gemalogist
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