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Mineral Type: Natural Chrysoberyl Transparency: Transparent E

Variety:  Alexandrite Color Description:  Green - Blue O |
to Purple - Pink | Q) |
=
Carat Weight:  0.72 cts Shape:  Round e
Measurements: 5.22-5.13 x 3.63 mm Cutting Style:  Mixed Cut :
Comments: Degree of Color-Change : Prominent (90% - 100%)
Quality of Color-Change : Excellent
Origin
Provenance: Brazil
Comments: Itis the opinion of the Laboratory, based on the weight of evidence
that the origin of this material would be classified as Brazil.
Enhancement
Standard: None Additional:  Clarity enhancement: None
Comments:  No gemological evidence of enhancements/treatments present.
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