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Document No: 1125282 Validation Date: 13 September 2022
Identificatioh
Mineral Type:  Natural Corundum Transparency:  Transparent
Variety:  Sapphire Color Description:  Greenish Blue
Carat Weight:  7.55 cts . Shape:  Cushion
Measurements:  11.36 x 9.59 x 6.74 mm Cutting Style:  Mixed Cut
Comments:
Origin
Provenance: Not Requested
Comments:
Enhancement
Standard: No gemological evidence of heat Additional:  Clarity enhancement: None
Comments:  Non-heated sapphires are scarce. Sapphires are commonly heated to modify their color and

appearance.
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